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a thermochemical energy storage (TCES) approach using reversible chemical reactions could be attractive for
complementary purposes, where latent or sensible heat storage are less efficient or even unsuitable. [5] The major
advantage of TCES-materials compared to the so far established thermal energy storage systems is on the one hand a
notably higher storage density and a loss-less storage (in the absence of the reactive gas no backreaction, thus
discharging occurs), but even more the large operable temperature window. [6]
Depending on the selected material, categorized according to the involved reactive gas as e.g. H2O, NH3, H2 CO2,
O2, waste heat levels between approximately 50 – 1200 °C may be addressed. The lower limits are realized by salt
hydrates, suitable for energy-efficient smart housing concepts, [7, 8] whereas on the other end carbonates and oxides
allow for e.g. combination with concentrating solar power plants (CSP) to bridge non-operational times. [9, 10] In the
medium-temperature level between 250-500 °C a variety of industrial waste heat sources is compatible with e.g.
hydroxide / oxide equilibria. [11, 12] One major criterion for application of a TCES-process on an industrial scale is
the availability of the involved raw-material in massive quantities to an attractive price. In this context, especially
Mg(OH)2 / MgO used on industrial scales as raw-material for refractories or cement [13] would be an attractive
candidate. The operational temperature of the Mg(OH)2 / MgO couple with 350-400 °C would also perfectly fit the
industrial demands. [12, 14]
Considering these boundary conditions, several studies focused on various aspects of the rehydration reaction of
MgO, as e.g. fundamental reactivity [15] and kinetics, [16, 17] a suitable reactor setup, [18] application as a heat pump,
[19-22] and las but not least an enhancement of the materials’ reactivity. Especially the aim for a higher reactivity of
the material is crucial for its application in TCES, as compared to the homologous Ca(OH)2 / CaO system [11] the
performance in regard of reaction rate and completeness is worse. a Composite materials for a better thermal
conductivity, [23, 24] the addition of lithium salts [25-27] or even a dotation of MgO with Ca2+ [28] were reported to
enhance the performance. Scientifically valid and highly interesting, nevertheless all these modifications must be
considered as pure academic approach, as the correlated costs outweigh the advantage of Mg(OH)2 / MgO as costefficient TCES-material and thereby impede an application of those modified materials on an industrial scale.
The reactivity of the MgO is notably affected by the chemical history / particle morphology of the precursor
material, thus a Mg(OH)2- based MgO reacts differently than a MgO derived from MgC2O4∙2H2O or MgCO3.
Especially MgCO3-based MgO has a higher reactivity and much better cycle stability than the Mg(OH)2-based MgO.
As magnesite (MgCO3) is also industrially used as raw-material for the preparation of MgO, this could direct to an
industrial feasibility of the process.
To prevent any interfering effects of impurities or naturally present secondary phases, and thus simplify the
characterization, so far most studies used analytically pure materials. On an industrial scale only naturally occurring
material, in this case naturally abundant magnesite, could be used as raw-material in a TCES-process. Therefore,
herein three different naturally occurring magnesite samples, used in industrial processes for cement or refractory
production, were investigated regarding their performance in a thermochemical energy storage process and compared
to the previously obtained results for analytically pure MgCO3.
2. Experimental Methodology
2.1 Material
Three natural magnesite samples A1, B1 and C1, having a particle size below 65µm were used. Most common
foreign ions are Ca2+ and Fe2+, so the three samples were selected to cover both a variable range of Ca2+- and Fe2+
content:
- Magnesite A1: 2.05 % CaO, 0.31 % Fe2O3
- Magnesite B1: 1.95 % CaO, 6.57 % Fe2O3
- Magnesite C1: 11.06 % CaO, 5.95 % Fe2O3

The application of Ca(OH)2 / CaO instead of Mg(OH)2 / MgO is hampered for may purposes due to the notably
higher decomposition temperature of Ca(OH)2 around 600 °C.

a
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2.2 X-Ray Powder Diffraction
The powder X-ray diffraction measurements were carried out on a PANalytical X'Pert Pro diffractometer in BraggBrentano geometry using Cu Kα1,2 radiation and an X’Celerator linear detector with a Ni-filter. For in-situ monitoring
of experiments an Anton Paar XRK 900 reaction chamber was used. The sample was mounted on a hollow ceramic
powder sample holder, allowing for complete perfusion of the sample with the reactive gas. The sample temperature
is controlled directly via a NiCr-NiAl thermocouple and direct environmental heating. The reactive gas flow was set
to 0.2 L min-1, unless otherwise stated. For the in-situ observation of the rehydration reactivity 3 ml min-1 water
(provided by a HPLC-pump) was passed through an evaporation coil kept at 300 °C. The resulting 3 g min-1 steam
were mixed with 0.2 L min-1 helium as carrier gas (H2O partial pressure equals 0.96 bar) and passed from the top
through the sample. The carrier gas is necessary to force the steam transfer through the system. During rehydration
the sample warmed to around 65 °C. Between the consecutive rehydration cycles the in-situ formed Mg(OH)2 was
calcined at 375 °C for 15 minutes directly in the reaction chamber of the P-XRD. As the sample is completely
penetrated by the X-rays, the obtained diffractograms are an average through the complete sample. The diffractograms
were evaluated using the PANalytical program suite HighScorePlus v3.0d. A background correction and a Kα2 strip
were performed. Phase assignment is based on the ICDD-PDF4+ database, the exact phase composition was obtained
via Rietveld-refinement in the program suite HighScorePlus v3.0d. All quantifications based on P-XRD are accurate
within of ±5 %.
2.3 Scanning electron microscopy (SEM)
SEM images were recorded on gold coated samples with a Quanta 200 SEM instrument from FEI under lowvacuum at a water vapor pressure of 80 Pa to prevent electrostatic charging.
2.4 BET-specific surface area analyzer
The specific surface of the samples was determined by nitrogen sorption measurements, which were performed on
an ASAP 2020 (Micromeritics) instrument. The samples (amounts between 100-200 mg) were degassed under vacuum
at 80 °C overnight prior to measurement. The surface area was calculated according to Brunauer, Emmett and Teller
(BET). [29]
3. Results and Discussion
Based on former experience with calcination of MgCO3, the natural samples (scheme 1, A1-C1) were calcined at
600 °C under a static atmosphere of air for 4 h, resulting the corresponding samples of MgO (scheme 1, A2-C2). The
increased Fe2+-content in magnesite B and C is also evidenced from the slight orange shade of the samples B2 and C2
after calcination (see figure A1).

Scheme 1. Calcination / rehydration flow-chart applied for the characterization of the natural magnesite samples.

From previous work on MgCO3-derived MgO it is known, that directly calcined MgO (MgO 2 in scheme 1) would
exhibit no, or only a very limited reactivity towards steam during attempted rehydration to Mg(OH)2. Therefore, MgO
2 was rehydrated in liquid water for 24 h and afterwards calcined for 4 h at 375 °C. [15]
The BET-surfaces of the magnesite-precursors (A1-C1) and of the different MgO samples A2-C2 and A5-C5 were
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compared to anticipate the rehydration reactivity. [30]

Figure 1. Specific surfaces of the different MgO-species derived from magnesite samples A, B and C. Numerical values are given in table A1.

The surface area for highly reactive MgO species obtained by calcination of Mg(OH)2 varies between 250 – 300
m2 g-1, [30] whereas, using analytically pure MgCO3 for the resulting MgO values up to 160 m2 g-1 were reported.
Using the natural magnesites, for the directly calcined MgO notably lower values – indicating a poor reactivity – were
obtained (red symbols in figure 1). In contrast, after hydration in liquid water and subsequent calcination (blue
symbols) the found specific surfaces were found even higher than for identically treated MgO originating from
analytically pure MgCO3.
To correlate the specific surface of the various samples to the rehydration reactivity, MgO was reacted in the PXRD, allowing for in-situ observation of the Mg(OH)2 formation. In figure 2 the rehydration behavior for the MgO
samples A2-C2 is compared.

Figure 2. Conversion plots derived from the in-situ powder X-Ray diffraction during hydration of samples A2 (left), B2 (middle) and C2 (right).
The typical conversion for an equivalent sample, derived from analytically pure MgCO3 is given as reference. (Rehydration conditions: 3 g min-1
steam, 0.2 L min-1 He)

The rehydration reactivity of samples B2 and C2 was quite unexpected, as from the BET-data and the previous
experience with MgCO3-derived MgO for all three samples no conversion to the hydroxide was expected at this stage.
So far, all MgCO3-derived MgO samples needed a prior rehydration step in liquid water, before the anew calcined
material would be reactive towards steam, forming the hydroxide. In the actual case this assumption was only partially
confirmed by displaying a higher reactivity towards steam in the second rehydration cycle. As most reactive material
was identified B2, resulting a conversion of 52.1 % for the second cycle.
From a chemical point of view the presence of 6.57 % Fe2+ in sample B2 does not really explain this unexpected
reactivity. Therefore, for a possible explanation the morphology of the three materials was compared in the SEM.
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Figure 3. SEM-images of the MgO samples A2 (left), B2 (middle) and C2 (right).

The SEM-images for the three freshly calcined magnesite samples revealed, that the original particle morphology
of the magnesites A1, B1 and C1 (figure A2) had been mostly retained during calcination. Calcination had caused a
further decrease of the particle size for sample A1 whereas, for B1 and C1 (with an increased fraction of smaller
particles) the structure was retained. Based on the SEM-images, the reason for the unexpected reactivity of B1 most
likely was attributed to the structured particle morphology, whereas for A1 completely, and for C1 to a major extent
a fragmentation of the particles had occurred.
A notably different picture was obtained when analyzing the SEM-images of the samples after 24 h rehydration in
water (A3-C3).

Figure 4. SEM-images of the magnesite samples A3 (left), B3 (middle) and C3 (right).

The liquid water treatment over 24 h resulted in a notable reorganization of the particle morphology for all three
samples, inverting the prior observation: Whereas especially in A3, but also in C3 well-shaped crystallites had formed,
B3 had converted to tiny agglomerates of smallest particles. Particularly interesting and unprecedented may be
considered the particle shape of the materials: Mg(OH)2 adopts a very characteristic morphology, consisting of
hexagonal brucite platelets aggregating along their basal plane. The morphology observed in figure 4 is notably
different for all three samples, consisting of spherical particles with clearly shaped edges. Thermal treatment during
calcination of the material at 375 °C for 4 h, leading to the MgO-samples A4-C4, even promoted the initiated process,
as derived from the SEM-images shown in figure 5.

Figure 5. SEM-images of the magnesite samples A5 (left), B5 (middle) and C5 (right).
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Although, according to the SEM-images in figure 5 the MgO-samples A5-C5 feature a notably different particle
morphology, the BET-surfaces (figure 1, table A1) between 165 m2 g-1 (C5) and 215 m2 g-1 (A5) direct for all three
samples towards a promising rehydration reactivity in the presence of steam. To investigate also the cycle stability of
the materials, the MgO-samples A5-C5 where subjected 5 consecutive rehydration / calcination cycles with in-situ
determination of the phase-composition in the P-XRD setup. The intermediate calcination steps were realized directly
in the reaction chamber of the P-XRD, heating the sample for 15 minutes to 375 °C in a stream of 0.2 L min-1 helium
without introduction of moisture.
A comparison of rehydration reactivity and cycle stability of the three MgO samples A5-C5 is shown in figure 6.

Figure 6. Conversion plots derived from the in-situ powder X-Ray diffraction during hydration of samples A5 (left), B5 (middle) and C5 (right)
for 5 consecutive cycles. The typical conversion for an equivalent sample, derived from analytically pure MgCO3 is given as reference.
(Rehydration conditions: 3 g min-1 steam, 0.2 L min-1 He)

Comparing the results shown in figure 6, a quite comparable and very similar rehydration reactivity and cycle
stability is evidenced for the samples A5-C5. All of them feature a notable decrease of overall-conversion from the 1st
to the 5th cycle, C5 having an anomalous strong decrease of reactivity between the 4th and 5th cycle. For all three
samples after rehydration (A6-C6) in the SEM a platelet type morphology – still lacking the characteristic hexagonal
brucite shape – is observed (figure A3).
Compared to the reference, resulting 84 % formed Mg(OH)2 within the first cycle, the maximum conversion for the
natural magnesite derived MgO samples is lower, B5 and C5 yielding both 71.5 %, A5 only 65.5 % Mg(OH)2. The
decrease during the 5 cycles to around 30 % is for the natural samples by far more pronounced than in the case of the
reference material (62.7 %). In figure 7 each 1st and 5th cycle for the samples A5-C5, including the reference material
is given for a better visualization.

Figure 7. Conversion plots derived from the in-situ powder X-Ray diffraction for the 1st and 5th cycles of the three magnesite-derived MgO
samples A5-C5 and the corresponding reference material from analytically pure MgCO3

The outcome of the conversion and especially cycle-stability tests of the natural magnesite-derived MgO material
summarized in figure 7 reveals sobering regarding the performance of the materials suitable for a TCES-process based
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on Mg(OH)2 / MgO on a technological scale. Whereas, the initial reactivity of the materials was slightly worse than
for an analytically pure MgCO3-based MgO sample, the poor cycle stability over 5 consecutive rehydration /
calcination cycles is a major issue. A process with a lower overall-conversion may be feasible under properly selected
boundary conditions, but not in combination to a material degradation within 5 cycles to 50 % of the initial activity.
MgCO3 was selected as precursor for the MgO used in the Mg(OH)2 / MgO TCES-cycle as previous studies revealed,
that the thereby obtained MgO displayed a much higher reactivity than a Mg(OH)2-derived material. In the case of the
natural magnesites this effect could not be confirmed based on the present experimental data.
An interesting finding of this comparative study is the observation, that the reactivity / conversion of the various
samples is only minorly affected by the increased amounts of unreactive CaCO3 and Fe2+-impurities within the series. b
Nevertheless, as based on the specific surface of the samples’ and their among each other comparable morphology no
real explanation for the inferior performance in rehydration reactivity compared to a MgO-sample derived from
analytically pure MgCO3 is found, the source of the different performance may be located in the secondary phases of
the magnesite-derived samples. As the series with CaCO3-contents between 1.95 – 11.06 % and Fe2+-contents between
0.31 – 6.57 % provides similar performance, even low amounts of foreign ions seem to deteriorate the reactivity of
the material.
4. Conclusion
Natural magnesite samples were thermally decomposed to MgO, which was investigated for its performance
in a Mg(OH)2 / MgO thermochemical energy storage (TCES) cycle. The reaction conditions during calcination /
rehydration of the samples were the same as for a recent study using analytically pure MgCO3 as MgO-precursor,
revealing a notable improvement rehydration reactivity of the material compared to a Mg(OH)2-derived MgO.
Comparison of the rehydration reactivity, cycle stability and particle morphology of the magnesite-derived
MgO resulted in following key-findings:
• The reactivity of the magnesite-derived MgO samples is comparable within the series (between 65-75 % Mg(OH)2formation), but lower than for the reference sample from analytically pure MgCO3 with 84 % conversion.
• Also the cycle stability is comparable within the series, again inferior than for the reference sample (conversion
depletes within the series to about 30 %, for the reference to 63 %).
• The natural magnesite-derived MgO-samples form during rehydration in liquid water after the initial calcination a
Mg(OH)2-phase with well-shaped crystallites, lacking the typical brucite-type hexagonal platelet morphology.
The shape is retained during anew calcination.
• As from the specific surface, chemical behavior and particle morphology no sound explanation for the inferior
reactivity towards an analytically pure reference material is found, the reason is found in the present impurities.
It appears, as even impurities below 2 % Ca2+ and 0.3 % Fe2+ notably hamper the rehydration reactivity and cycle
stability of magnesite-derived MgO.
The aim of the herein reported work was a feasibility study on the application of natural magnesites, used in
industrial processes, for thermochemical energy storage purposes based on the Mg(OH)2 / MgO cycle. Based on
the obtained results it may be concluded, that only pure materials are feasible for a successful application in TCES,
which derogates attractiveness and financial rentability of such a process on industrial scales.
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The conversion curves displayed within this study are so far uncorrected for the amount of inactive material, so by
its consideration the final yields of Mg(OH)2 would be slightly higher.
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6. Appendix
Table S1. Specific surfaces of the different MgO-species derived from magnesite samples A, B and C
Magnesite A

Magnesite B

Magnesite C

MgCO3 (1)

6.61

2.27

3.08

MgO via MgCO3 (2)

47.23

60.76

43.55

MgO after hydration (5)

215.61

202.83

165.98

Figure A1. Natural magnesite samples A-C a) before calcination b) after calcination

Figure A2. SEM-images of the magnesite samples A1 (left), B1 (middle) and C1 (right).

Figure A3. SEM-images of the samples A6 (left), B6 (middle) and C6 (right) after 5 consecutive rehydration / calcination cycles in the P-XRD.
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